
TEST REPORT
No.   : SZIN2308001891PL01_EN
Date : 2023-09-08
Page: 1 of  3

CUSTOMER NAME: FOSHAN TO EASY POWDER COATING MATERIAL CO., LTD

ADDRESS: XINLIAN INDUSTRIAL PARK, LISHUI TOWNNANHAI DISTRICT, 

FOSHAN CITY, GUANGDONG, CHINA

Sample Name : Powder coating sample

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
SGS Ref. No. : CANAF2309977401

Date of Receipt : 2023-08-30

Testing Period : 2023-08-30 ~ 2023-09-08

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. ShenZhen Branch.

Jessie Ho
Authorized signatory
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Test Requested Conclusion
FDA 21 CFR 175.300–Total extractive residues PASS

Test Result(s) :

Test Part Description :

Specimen No. SGS Sample ID Description Material
(claimed by the client)

SN1 CAN23-099774.001 Grey coated metal sheet(1#) Metal+coating

FDA 21 CFR 175.300–Total extractive residues
Test Method : With reference to US FDA 21 CFR 175.300.

Simulant Used Time Temperature Max. Permissible Result of 001

Comment

Limit Total extractive 

residues

Distilled Water 24.0 hr(s) 120°F 18mg/inch² <1mg/inch² PASS

8% Ethanol 24.0hr(s) 120°F 18mg/inch² <1mg/inch² PASS

n-Heptane 0.5hr(s) 70°F 18mg/inch² <1mg/inch² PASS

Notes :

mg/inch²= milligram per square inch

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule (w =0) stated in ILAC-G8:09/2019.
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Original Sample Photo:

Appendix information:

1. The test method was carried out by SGS-CSTC Standards Technical Services Co., Ltd. 

Guangzhou Branch.

2. Unless otherwise stated, this report provides a declaration of conformity according to whether the 

test results are within the specified limits or specifications without considering the measurement 

uncertainty.

********End of report********
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